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Title Issue Date Remarks and Status 

BS 7533 Pavements constructed with clay, 
natural stone or concrete pavers 

  

Part 1. Guide to the structural design of heavy 
duty pavements constructed of clay pavers or 

concrete paving blocks 

2001 Current 

Part 2. Guide for the structural design of lightly 
trafficked pavements constructed of clay pavers 

or precast concrete paving blocks 

2001 Current 

Part 3. Code of practice for laying precast 
concrete paving blocks and clay pavers for 

flexible pavements + A1 

2005/09 
Current amendment to include bottle 

rolling test 2009 

Part 4. Code of practice for the construction of 
pavements of precast concrete flags or natural 

stone slabs 

2006 Current 

Part 5. Guide for the design of pavements other 
than structural 

 Allocated but not written 

Part 6. Code of practice for laying natural 
stone,precast concrete and clay kerb units 

1999 
New standard to include all types of kerbs, 
including plastic, BSI work item, to begin 

early spring  Interpave to input 

Part 7. Code of practice for the construction of 
pavements of natural stone and cobbles and 
rigid construction with concrete block paving 

2010 Note addition of cbp to title 

Part 8. Guide to the structural design of lightly 
trafficked pavements of precast concrete flags 

and natural stone slabs 
2003 Current 

Part 9. Code of practice for the construction of 
rigid pavements of clay pavers 

2010 Current 

Part 10. Guide for the structural design of 
trafficked pavements constructed of natural 

stone setts and bound construction with concrete 
paving blocks 

2010 Note addition of cbp to title 

Part 11. Code of practice for the opening, 
maintenance and reinstatement of concrete, clay 

and natural stone 

2003 Current 

Part 12. Guide for the structural design of 
trafficked pavements constructed on a bound 
base using concrete paving flags and natural 

stone slabs 

2006 Current 

Part 13: Guide to the structural design of porous 
pavements using concrete block paving 

2009 current 

BS 7932. Determination of the polished and 
unpolished pendulum value of surfacing units 

2003 Superseded by CEN TS 12633 

DD CEN/TS Products for tactile paving surface 
indicators 

2008 Considered for change to CEN TS 

BS EN 1338. Concrete paving blocks 
requirements and test methods 

2003 
Out for public comment resolution meeting 

Feb 2011 for update 

BS EN 1339. Concrete paving flags 
requirements and test methods 

2003 
Out for public comment resolution meeting 

Feb 2011 for update 

BS EN 1339. Concrete kerb units requirements 
and test methods 

2003 
Out for public comment resolution meeting 

Feb 2011 for update 

BS EN 13198. Precast concrete products street 
furniture and garden products 

2003  


